
300  BASES 

ITEM 306 - PORTLAND CEMENT CONCRETE BASE - RESIDENTIAL 

 306.01 Description 
 306.02 Method of Measurement and Basis of Payment 

306.01  Description.  This work shall consist of constructing a Portland cement concrete 
base on a prepared subgrade or base course in accordance with these specifications and in 
reasonably close conformity with the lines, grades, thickness, and typical cross sections shown 
on the plans or established by the Engineer.  This work shall conform to the requirements of 
Items 305 and 451 except that: 
  
 1. The concrete proportioning shall meet the requirements of Item 499, Concrete, 

Class B. 
  
 2. Opening to traffic shall be as specified in 451.14 except that the modules of 

rupture shall be 400 pounds per square inch (2.75 Mpa) 
  
 306.02 Method of Measurement and Basis of Payment. Method of measurement and 
basis of payment shall conform to 305.04 and 305.05. 

  
 Payment will be made at the contract price for: 
  
 Item Unit   Description 
  
 306 Square Yard        ___" (mm) Portland Cement Concrete Base  
                        (Square Meter)   -Residential                                                                                       
  

  
  
  
  
  
  
  
  
  
  
  
  

 


